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(Incl. 10.5/16.34/0.97)**
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(Incl. 7/8.7/0.95)**
(Incl. 12.6/4.63/0.95)**

1.2m @7.8g/t over 0.95m (1)*
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Figure 3
Galway Underground Sampling

El Volcan Mine Lower Level
Grade Assay Results

Corteros Vein (NE Sector) and Loscas Vein

El Volcan
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> 5.0

February 25th, 2010

Key
(3)*: means 3 samples average
(Incl. 1.2/28.03/0.9)**: means Includes 1.2m @ 28.03 g/t Au over
0.9m True Thickness

Vein Trace


