
5m @ 1374.75 g/t
(Average for 2 Samples)

Average width: 0.8m
Including 1.2 @2744.85 g/t

0.8m width

7.5m @ 8.37 g/t
(Average for 5 Samples)

Average width: 1.46m
Including 1.2m @15.49 g/t, 1.6m width21.5m @ 7.93 g/t

(Average for 10 Samples)
Average width: 0.9m

Including 4.5m @20.55 g/t, 1.8m width,
and 7.4 m @ 9.35g/t, 0.9m width

(Extension of 17m @ 6.24 g/t
PR Feb 17th, 2010)

Manzan
illa

 Vein

17m @ 15.23 g/t over 0.95 (3)
(Incl. 1.2/28.03)*

7m @13.32 g/t
(average for 3 samples)

Average width: 0.8m
(PR Feb 17, 2010)

45m @7.66g/t over 0.8m
(Incl. 1.2/58.69/0.8)**
(Incl. 21/8.17/0.8)**

(2)***

7m @ 13.18 g/t over 0.8m (2)*
(1)***

35m @ 9.58 g/t over 0.8m (6)*
(1)***
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Figure 4
Galway Underground Sampling

El Volcan Mine Lower Level
Grade Assay Results

Tajo Abierto Vein
February 25th, 2010

El Volcan

500
m

Au (g/t)
Metallic Screen test

0.0 - 0.49
0.5 - 0.99
1.0 - 2.99
3.0 - 4.99
> 5.0

Vein Trace

Key
(3)*: means 3 samples average
(Incl. 1.2/28.03)**: means Includes 1.2m @ 28.03 g/t Au
(Incl. 1.2/28.03/0.9)**: means Includes 1.2m @ 28.03 g/t Au over
0.9m True Thickness
(1)*** means it was released on Feb 17th, 2010
(2)*** means it's an extension of segment released on Feb 17th, 2010


